Comparative Finish Chart

Finish Description BHMA Badwin I-_\Sl:,l(;tl)\ll?n Sargent Schlage Yale
Bright brass, lifetime finish 003 505

Bright brass, clear coated 605 030 605 3 605 Us3
Satin brass, clear coated 606 606 4 606 us
Antique brass, oxidized, relieved and lacquered 608 050

Antique brass, blackened, satin relieved, clear coating 609 609

Bright brass, blackened, bright relieved, clear coating 610 610

Bronze, oil rubbed 102

Bright bronze, clear coated 611 611 9 Us9
Satin bronze, clear coated 612 612 10 612 usi10
Dark oxidized satin bronze, oil rubbed 613 613 10B 613 USs10B
Dark oxidized satin bronze, oil rubbed, clear coated 10BL

Statuary bronze dark lacquered 20D

Antique bronze, satin, blackened, satin relieved, clear 616 616

Bright nickel plated 618 618

Satin nickel plated 619 619

Flat black coated 622 622

Bright chromium plated 625 260 26 625 uUSs26
Satin chromium plated 626 26D 626 US26D
Bright stainless steel 629 32 629 uUS32
Satin stainless steel 630 32D 630 uUS32D
Primed for painting 600 600 SRI
Sprayed bronze enamel to match 10B finish 690 EB

Sprayed black enamel to match 20D finish 693 ED

Sprayed auminum enamel 689 689 EN SB
Bronze spray 690 690 EP STAT
Light bronze painted 691 691 BL
Black painted 693 693 315
Duranodic, medium amber 694 312
Duranodic, dark amber 695 313
Brass enamel 696 EAB GB
Red powder coat ERD

Polyester powder coat to match 10B finish 690 PEB

Polyester powder coat to match 20D finish PED

Polyester powder coat to match US28 finish 689 PEN

Polyester powder coat to match satin brass enamel PEAB

Black, non-dip abrasive coating 412

Simulated oil rubbed bronze, oxidized, clear coating 438




